THE PIPELINE
IRONCLAD FACTS FROM DIPRA
Not All Pipes Are Equal: Ductile Iron vs Steel
The distinct, indisputable advantages to using ductile iron pipe instead of steel pipe have long been recognized
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Key advantages of ductile iron pipe:
Q Ductile iron pipe is designed according to rigorous and prudent AWWA standards.
Q Ductile iron pipe is typically manufactured with larger inside diameters than steel pipe, resulting in lower pumping
costs – and an average 21% savings in energy costs.
Q For the same pressure design, ductile iron pipe will have a greater wall thickness than steel pipe. In ductile iron
pipe design, allowances for casting tolerances and for minor scratches or abrasions that may occur from handling or
installation are applied. While both types of pipe may have the same yield strength, steel pipe can be 35%
thinner and does not include similar allowances in design calculations.
Q Installing steel pipe requires bonded coatings for corrosion control—either a cement-mortar coating or a
bonded dielectric coating such as a tape-wrap coating. Cement-mortar coatings are very sensitive to environments
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the steel and can result in corrosion cells. Bonded dielectric coatings also require cathodic protection as a supplement
to control corrosion at locations where damage to the coating inevitably occurs. It is practically impossible to install
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Q Ductile iron pipe is routinely protected from corrosion through polyethylene encasement, which is applied at
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the pipe from aggressive soils, while providing a uniform, benign environment under the encasement. Its use also
eliminates corrosion concentration cells since the encasement is not bonded to the pipe surface.
Q




During installation, steel pipe is not stiff enough or strong enough to stand
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need for line drawings necessary for steel pipe installation.
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